
Turbo Compressors Gas Engine (DIN) Gas Engine Landfill Wind Turbine 

Appearance • •

Milipore Solids (0.8 Micron Membrane) •

Viscosity @ 40 • • • •

IpH Jenbacher • •

Sulphur • •

Elemental Analysis • • • •

Water Content (Karl Fisher) • • • •

Total Acid Number • • • •

Viscosity @ 100 • •

Total Base Number (ASTM D2896) • •

Chlorine Content •

Colour • •

FTIR oxidation, Nitration (DIN 51453) •

FTIR Soot, Fuel (DIN 51453) •

ISO Particle Count •

PQ Index •

FTIR oxidation, Nitration (ASTM E2412) •

FTIR Soot, Fuel (ASTM E2412) •

ADDITIONAL POWER PREMIUM TEST SUITES

Turbine Oil 
(3 Monthly) 

Turbine Oil 
(6 Monthly)

Turbine Oil 
(12 Monthly) 

Turbine Control 
Fluids

Turbine Aero 
Derivatives 

Viscosity @ 40 • • • • •

Appearance • • • • •

Colour • • • • •

Elemental Analysis • • • • •

Water content (Karl Fischer) • • • • •

Total Acid Number • • • • •

Milipore Solids (0.8 Micron Membrane) • • • • •

Conductivity •

Chlorine Content •

ISO Particle Count • • • •

FTIR oxidation, Nitration (ASTM E2412) • • • •

MPC Value • • •

DR Ferrography •

Foaming, Sequence II • •

Foaming Sequence I, II and III • •

Demulsability •

RPVOT •

RULER • •

Air Release • •

Anti Rust •

Refrigeration 
Compressor

Gas Fridge 
Compressor (PAG)

Refrigeration 
Compressor 
(Ammonia)

Heat Transfer & 
Seal Systems

Electrical & 
Transformer oils

gen man gen man gen man gen man gen man

Viscosity @ 40 • •

Appearance • • • • •

Colour • • •

Elemental Analysis • • •

Water Content (Karl Fisher) • • • • •

Total Acid Number (ASTM D664) • • • •

Total Base Number (ASTM D2896) •

Milipore Solids (5 Micron membrane) •

Milipore Solids (0.8 Micron Membrane) • •

DR Ferrography (ISU) • •

DR Ferrography (DL) • •

DR Ferrography (DS) • •

Viscosity at 40C (DeGas) • • •

Flash Point •

Breakdown Voltage •

ADDITIONAL PREMIUM TEST SUITES 

Fire Res Hydr HFB 
& HFC

Grease Lubricated 
Bearings

Industrial Gears 
(PAG)

Diesel Fuel Coolant Systems

gen man/steel mining & gen man mining & gen man on/off highway on/off highway

Appearance • • •

Viscosity @ 40 • •

Sulphur •

Elemental Analysis • • •

Water Content (Karl Fisher) • •

Total Acid Number • •

Colour •

Water Content (HFB) • •

Water Content (HFC) •

Density (Fuel) •

Micro Organism •

Millipore Sludges (0.45 micon) •

Density (Lubricant) •

Elemental Spec (Coolants) •

Ph Determination •

Millipore Filtration •


